
To don this glove is like pu�ng on a 2nd skin. Its 
absolute tac�lity commends it to delicate 
procedures and jobs plus an assured tensile strength 
and resistance to chemical expected of a nitrile glove. 
You owe it to yourself to try this excep�onal nitrile 
glove from Standgard.

Nitrile Examina�on Gloves
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Do not use with Carmus�ne and Thiotepa. The safe use of gloves in chemotherapy treatment is solely the 
decision of clinicians authorised to make such decision.

Carmus�ne (BCNU), 3.3mg/ml (3,300 ppm)

Cispla�n, 1.0mg/ml (1,000 ppm)

Cyclophosphamide (Cytoxan), 20.0mg/ml (20,000 ppm)

Dacarbazine (DTIC), 10.0mg/ml (10,000 ppm)

Doxorubicin Hydrochloride, 2.0mg/ml (2,000 ppm)

Etoposide (Toposar), 20.00mg/ml (20,000 ppm)

Fluorouracil, 50.0mg/ml (50,000 ppm)

Methotrexate, 25.0mg/ml (25,000 ppm)

Mitomycin C, 0.5mg/ml (500 ppm)

Paclitaxel (Taxol), 6.0mg/ml (6,000 ppm)

Thiotepa, 10.0mg/ml (10,000 ppm)

Vincris�ne  Sulfate, 1.0mg/ml (1,000 ppm)
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CHEMOTHERAPY DRUGS AND CONCENTRATION
(TESTED FOR RESISTANCE TO PERMEATION BY 
CHEMOTHERAPY DRUGS AS PER ASTM D6978-05)
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DETECTION TIME 

(MINUTES)

WARNING: 

FEATURES
• Finger�p textured  
• Powder free
• Not made with natural rubber latex
• Chemo drugs tested 
• Lab chemical tested
• Ambidextrous 
• Violet blue colour

PACKAGING
• 100 gloves per box (XS -XL)
• 10 boxes per carton

REGULATORY COMPLIANCE
• FDA 510(k) • MDR (EU) 2017/745
• EC 10/2011 • REACH
• ROHS Direc�ve 2002/95/EC
• EC 1935/2004

STANDARDS
• ASTM D6319 • EN 1186 • ASTM D5151
• ASTM D6124 • ASTM F1671 • EN 13130
• EN 420 • EN ISO 374 part 1 (Type C)
• EN 16523-1 • EN 455 part 1, 2, 3 & 4
• CEN/TS 14234 • ISO 10993-5
• ISO 10993-10 

MANUFACTURING ACCREDITATIONS
• ISO 9001
• ISO 13485
• EN ISO 13485
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